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CUSTOMER NAME: NINGBO DOWEDO INTERNATIONAL TRADE CO.,LTD 

ADDRESS: 6-7 NO.203, LANTIAN ROAD, HAISHU, NINGBO, CHINA. 

 

Sample Name : RADIATOR COPPER TUBE  

Product Specification : 17 x 3.5 x 0.25mm 

Material and Mark : C1220 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
Test Required : Dimension Measurement, Hardness Test, Chemical Composition Analysis 

Date of Receipt  : Aug 01, 2017 

Testing Start Date  : Aug 01, 2017 

Testing End Date : Aug 08, 2017 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  
Services Co., Ltd Ningbo Branch 

 
Arya Yang 

Authorized signatory 
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1. Dimension Measurement:                                                                       

                                 Unit (mm) 

Dimension 
Feature 

 Measuring equipment Results 

Width Micrometer 16.939 

Height Micrometer 3.479 

Thickness Micrometer 0.263 

2. Hardness Test: 

Test Method: GB/T 4340.1-2009  

Test item Test position Result 

HV 0.5 Surface 91.7 89.9 91.1 

3. Chemical Composition Analysis: 

Test Method: Cu: GB/T 5121.1-2008 

Others: GB/T 5121.27-2008(ICP-OES) 

Element Cu P 

Result ,% 99.94 0.030 

Photo: 

 
- All above tests were carried out by a SGS laboratory. 

******** End of report******** 
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